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Certificate of Analysis

Vessel / Shore Tank : TANK 7 Sample Submitted By :
Product : #56 Oil Analysis Pedormed By Inspectorate Portland
Client Reference : Date Sampled : 25-Jan-2008
Terminal / Port / Office .  SPRAGUE ROLLING MILLS Date Reported : 28-Jan-2008
Job D : 0020-0000075 Submission ID : 2008-020-00077
Sample Details ; ShoreTank 7
Comments ;
Sample Type UML Comp. Upper Middle Lower
Sample Description 7 7 7 7
Sample Number 0077-001 0077-002 0077-003 0077-004
Method Test Result Result Result Resuit
ASTM D287 API Gravity, “AP} 10.9 10.8 10.9 10.9
ASTM D1250 Density at 158°C 0.9931
ASTM D4294 Sulfur Content, Mass % 1.34 1.34 1.34 1.34
ASTM D1796 Water and Sediment, % {V/V) 0.200
ASTM D2181 Test Temperature, °F 122
Saybalt Furol Seconds, Seconds 248
ASTM D445 Kinematic Viscosity, ¢St 526.5 525.8 526.5 516.2
Test Temperature 50°C (122°F) 50°C (122°F) 50°C (122°F) 50°C (122°F)
ASTM D240 Gross Heat of Combustion Unit Cony 18358 / 151931 / / /
ASTM D4530 Carbon Residue, % (m/m) 11.3
ASTM D473 Sediment Content, Mass % / Vol % | <C.01/<0.01 / / f
ASTM D482 Ash Content, Mass % 0.0100
ASTM DB560 Asphatltenes, % (m/m) 2.1
ASTM D93 Proc. B Manual/Autoemated Automatic
Flash Point, °C / °F =110/ »230 / / /
ASTM D95 Water, % (V/V) 0.00
ASTM D87 {IP 15) Pour Point, °F 37
IP 470 Aluminum, mg/kg 29
Silicon, mg/kg 34
Sodium, mg/kg 6
Vanadium, mg/kg 14
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